
Client: HDR Engineering PARTICLE-SIZE
Project: Cooper Creek Substrate Lab Analyses DIST. ASTM D422

Location: "B" Suspension Sample W.O. A30429
                 Lab No. 1846
                 
Engineering Classification: Silty SAND , SM
Frost Classification: Not Measured SIZE PASSING SPECIFICATION

+3 in Not Included in Test = ~0%

3"
2"
1 1/2"
1"
3/4"
1/2"
3/8"
No. 4 100%
Total Wt. = 0g

No. 8 86%
No. 10
No. 16 80%
No. 20 77%
No. 30 75%
No. 40 70%
No. 50 63%
No. 60 59%
No. 80
No. 100 42%
No. 200 20%
Total Wt. of Fine Fraction = 7.1g

© Alaska Testlab, 1999 Particle Size (mm) 0.02 mm

David L. Andersen, P.E., General Manager

Received: 8/12/03
Reported: 8/23/03
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 4040 B Street Anchorage Alaska 99503 • 907/562-2000 • 907/563-3953

David L Andersen


